Technical Specifications

EMSAYOS/ TESTS

E— UNE-EN [0 10545-2 DIMENSIONS AMD SURFACE QUALITY

Il UBME-EM (50 10545-2 DIMENSIONES ¥ ASPECTO SUPERFICIAL

RESULTADOSS RESULTS

DIMENSIOMES

DIMENTIONS

CUMPLE CON LA MORMA
COMPLIES WITH THE

UME- EM 150 10545-13 RESISTEMCIA QUiMICA,
LINE- EN 150 10545-13 CHEMICAL RESISTANCE

FODUN RYPOCHLOATE 20 mgi

STANDAAD
600 UME- EM 150 10545-3 ABSORCION DE AGUA WALOR MEDIKD [38) 05
S\
LINE- EN 150 10545-3 WATER ABSORPTION AWEAAGE VALUE (%)
FLUERAZA DE ROTURA
o ) 1600 - 2.400 N
4 L UNE- EN IS0 10545-4 RESISTENCIA A LA FLEXTEWN BAEAKING STRENGH (N}
Himen®  LNE- EN 150 10545-4 MODULLUS OF AUPTURE RESISTEMCIA A LA FLEXION .
" 35 —45 N/mm”
MODULLS OF RUPTURE [M/mm” |
te UME- EM IS0 10545-8 RESISTENCLA AL CHOTQUE TERMICO RESULTADD RESISTE
e LINE- EN 150 10545-9 THERMAL RESISTANCE RESULT RESISTS
v UME-EN-SO 10545-11 RESISTENCIA AL CUARTED RESULTADD RESISTE
m— UNE-EN-ISC 10545-11 CRAZING RESISTANCE RESULT AESISTS
* UME- EM 150 10545-12 RESISTENCIA A LA HELADA RESULTADD RESISTE
e LINE- EN 150 10545-12 FROST RESISTANCE
RESULT RESISTS
CLORURD AMONICD .
AMMONLUN CHLOAIDE 100 g ’
HIPDCLORITO 580120 .

Acipo cLonH(DrIcD
HYDROCHLORIC ACTD 3%
Acipo dTrico

CITRICACID 100 g1
HICROXIDO POTASICO

COTAZSIA HYDROUTRE S0 =/

UME- EM I50 10545-14 RESISTENCIA A LAS MANCHAS
— LINE- EN 150 10545-14 STAIN RESISTANCE

CUMPLE CON LA MORMA
COMPLES WITH THE
STANDARD

GXIDD VERDE EM ACEITE LIGERD
GREEN ASENT I LISHT OIL
SOLLCION ALCOHOLICA DE YODO
MODINE SEOLLITION TN ALEOROL
DLIVE 0L
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